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Mesoscopic Phase Coherence in a
Quantum Spin Fluid
Guangyong Xu,1,2* C. Broholm,1,3 Yeong-Ah Soh,4 G. Aeppli,5 J. F. DiTusa,6 Ying Chen,1,3
M. Kenzelmann,1,3 C. D. Frost,7 T. Ito,8 K. Oka,8 H. Takagi 8,9

Mesoscopic quantum phase coherence is important because it improves the prospects for handling
quantum degrees of freedom in technology. Here we show that the development of such coherence
can be monitored using magnetic neutron scattering from a one-dimensional spin chain of an
oxide of nickel (Y2BaNiO5), a quantum spin fluid in which no classical static magnetic order
is present. In the cleanest samples, the quantum coherence length is 20 nanometers, which is
almost an order of magnitude larger than the classical antiferromagnetic correlation length
of 3 nanometers. We also demonstrate that the coherence length can be modified by static
and thermally activated defects in a quantitatively predictable manner.

Awave is deemed coherent when it is
perfectly periodic in space and time.
Quantum-mechanical phase coherence

means that the corresponding wave function is
actually a coherent wave. Typically, though,
classical disorder limits quantum phase coher-
ence. The occasions where this is not the case and
the quantum phase coherence length far exceeds
that given by classical considerations remain a
major theme of physics. The longstanding exam-
ples are superconductivity and superfluidity, in
whichmacroscopic quantum phase coherence (1)
has been revealed by persistent current and
Josephson junction experiments (2, 3). The
effects of phase coherence have also been seen
recently in the incompressible quantum fluid
phase of two-dimensional (2D) electron gas (4)
and in a laser-cooled Bose-Einstein condensate
(5). Curiously, although magnetism itself is a
quantum mechanical phenomenon, originating
from the shell model of the atom, mesoscopic (in
the sense of extending over distances in excess of
10 nm) quantum coherence in the absence of
classical static order has not been explicitly
demonstrated for a magnet. We show that the
development of such coherence can be readily

monitored with the use of magnetic neutron
scattering from a 1D spin chain, in the form of an
oxide of nickel, and that it is limited by static and
thermally activated defects.

One of the best-known magnets that remains
disordered because of quantum fluctuations is a
chain of integer spins coupled antiferromagneti-
cally (that is, favoring antiparallel alignment) to
their neighbors (6, 7). The two-spin correlation
function 〈Sj ∙ Sj′〉, where j and j′ are site indices of
the spins, decays exponentially with large

distances | j – j′| between spins Sj and Sj′ in the
chain as in a 1D liquid; whereas in a classical
magnet, static correlations persist over macro-
scopic length scales when the system orders.
Even so, theoretical work has shown that the
ground state is coherent in the sense that the
more complex “string” correlation function (8),
Oð j− j′Þ ¼ �

Szj exp½ip∑ j<k<j′S
z
k �Szj′

�
, tends to a

constant (9) for j – j′ → ∞. A simple way to
understand the string order is to look at the spin
chain in terms of the spin-projection quantum
numbers Sz = –1, 0, and +1 at individual sites.
Correspondingly, for S = 1, the basis states are
|±1〉, which has clear classical analogs and can
be used to build a perfect Néel state |….–1,+1,–1,
+1,–1,+1….〉 for the chain, and |0〉, which does
not. String order is carried by states where sites
with Sz = 0 are inserted into the perfect Néel state
(Fig. 1B). A good approximation to the ground-
statewave function for theHeisenberg S= 1 chain
is a coherent superposition of all such states with
a weighting factor that decreases exponentially
with the number of |0〉 sites (10). In general, long-
range quantum coherence is believed to exist in
all 1D systems with spectral gaps (11).

For the spin-1 chain, the lowest excited state
above the ground state entails inserting a defect
into the string order. The defect can propagate
throughout the lattice (Fig. 1C) until it en-
counters another defect, and so will have a mean
free path limited by either static defects, such as
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Fig. 1. (A) Map of the
dynamic spin-correlation func-
tion multiplied by energy for
the 1D spin-1 chain Y2BaNiO5
at low temperature (T = 10 K).
(B to F) Diagrams of the string
order in the spin-1 chain. The
red, blue, and gray spheres
represent sites with Sz of 1, –1,
and 0, respectively. Chemical
impurities are represented by
large black spheres (Mg). (B)
S = 1 chain at T = 0 and no
chemical impurity. (C) One
triplet wave packet propagat-
ing on the chain. (D) At T > 0,
triplet wave packets act as
thermal defects and confine
each other into boxes. (E) Box
confinement by Ca impurities,
which introduce holes (indi-
cated by small black spheres)
into the chain and cause
neighboring spins to form
ferromagnetic pairs. (F) Box
confinement by Mg impurities,
which remove Ni spins from
the chain.
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chain terminations (12, 13) (Fig. 1, E and F), or
other moving, thermally excited defects of the
same type (Fig. 1D). Thus, the coherence of the
ground state should bemanifested in themean free
path of its triplet excitations. By imaging these
excitations and their mean free path using inelastic
neutron scattering, we can establish the perfection,
or quantum coherence, of the ground state.

Neutron scattering measures the Fourier
transform S(q,w) in space and time of the
magnetic correlation function 〈Sj(0) ∙ Sj′(t)〉. The
experiments were conducted on single crystals of
Y2BaNiO5, which contain an ensemble of spin-1
chains formed by the O-Ni-O backbone of
corner-linked NiO6 octahedra (14, 15). The
system behaves as a quantum spin liquid because
of the 1D nature of the magnetic interactions.
That this liquid is not a conventional classical
liquid, however, is clear from Fig. 1A, which
shows the full dynamical structure factor S(q,w),
multiplied by energy transfer ћw, for Y2BaNiO5.
Instead of broad overdamped excitations, which
soften toward zero energy as the ordering vector
(q = p in this case) for the corresponding classical
solid is approached, a gapped band of well-
defined modes dominates the data. The lowest-
energy mode appears at q = p, and its energy is
termed the Haldane gap (6, 7). Alhough S(q,w)
from chemically doped Y2BaNiO5 is qualitative-
ly similar, there are important differences (fig.
S1). Our paper focuses on characterizing the
mean free path and energetics of the lowest-
energy Haldane gap mode.

The temperature (T)–dependent equal-time
spin correlation length x0 is shown as open circles
in Fig. 2. x0 is inversely proportional to the peak
width of the equal-time spin correlation function
SðqÞ ¼ ∑ jj′

�
Sj ⋅Sj′

�
exp

�
iqð j− j′Þ�, which in

the T → 0 limit directly displays the magnetic
correlations built into the ground state. S(q) is the
magnetic analog of the structure factor measured
by x-rays for ordinary liquids. Represented by the
open circles in the insets of Fig. 2, A and B, S(q)
has a maximum at q = p, indicating that the
underlying classical solid is antiferromagnetic
(AFM) where each spin points in a direction
opposite to that of its two nearest neighbors. The
peak width, however, does not vanish even as
T→ 0, and the correlations between spins remain
liquidlike for T → 0, as anticipated by Haldane
(6, 7) and seen experimentally in several S =
1 chain compounds (14, 16–18). The dash-dotted
line in Fig. 2 is the prediction of the quantum
nonlinear s model (19), which is valid only for
T < D/kB, where D is the Haldane gap.

The solid circles in the inset of Fig. 2 are the
magnetic structure factor measured as a function
of q with the energy transfer fixed, at the
Haldane gap energy for insets A and B and at
36 meV for inset C. The peak approaches a
resolution-limited delta function at low temper-
ature (inset A). Because we have tuned to the
gap energy, the process probed is the creation of
a triplet wave packet at rest. The intrinsic width
[half width at half maximum (dq)] of this peak is

therefore inversely proportional to the distance
over which the triplet retains quantum phase
coherence. The data show that dq ≈ 0.007p,
implying phase coherence over approximately
50 lattice units a, which is much longer than the
measured correlation length for AFM order x0.
The experiment thus provides direct evidence
for mesoscopic coherence in the spin-1 chain.
The peak broadens significantly when the sam-
ple is warmed (inset B) or doped by chemical
impurities (inset C), indicating that quantum co-
herence in this system requires low temperatures
and perfect crystallinity. The two length scales
obtained from the two types of q scans vary
differently with T. At high T, the lengths con-
verge to nearly the same value. In contrast, as
T→ 0, the mean free path for the Haldane gap
excitation x nearly diverges even while the
AFM length x0 approaches a finite value. The
AFM length is the distance between defects in
the AFM order, which at T = 0 is simply the
typical distance between sites with Sz = 0. Such
defects do not disrupt string order. On warming,
excitations in the form of ferromagnetic neigh-
bor pairs with Sz both equal to +1 or –1 will
also appear, and these disrupt not only antiferro-
magnetism but the underlying string order as
well. Classical (gapless) AFM chains (20–22),
such as the Mn2+ (S = 5/2) chain compound
TMMC (20), behave very differently from
Y2BaNiO5 in the sense that a single distance,
namely the equal-time correlation length x0, sets
the scale for both the static and dynamic
correlations.

Detailed analysis of thermal conductivity
provides estimates of the magnetic mean free
path in various spin chains and ladders (23). The

results (24) for Y2BaNiO5 differ considerably
from our direct measurements in the sense that
they pass through a strong peak of 15a at 100 K
and rapidly decrease below that, with a value of
7a at 70K, the lowest temperature at which there
was confidence in the measurements. The
discrepancy with our results is not surprising
given the indirect nature of the thermal conduc-
tivity measurements as well as the fact that the
lower-temperature magnetothermal properties of
S = 1 chains are dominated by the effective spins
of chain ends rather than the triplet excitations of
the entire chain segments.

To quantify the effects of chemical impurities
on quantum phase coherence, consider an excited
triplet wave packet on the chain. At low temper-
atures, the population of such wave packets is
relatively low and they can travel almost freely
before encountering a physical impurity, such as
a chain end caused by a chemical defect.
Correspondingly, the mean free path is on
average half of the spin chain length. To obtain
an independent measure of the latter, we recalled
specific-heat work (25) on Y2BaNiO5, which
showed the residual S = 1 degrees of freedom
expected for chains containing odd numbers of
Ni atoms (10, 13, 26). The outcome was a Curie-
like dc magnetic susceptibility C/T, which we
measured for the nominally pure material using
superconducting quantum interference device
magnetometry. The resulting Curie constant C
gives an average impurity concentration of ~1.5%,
or a mean distance ‘ of ~70 lattice spacings
between chain breaks, which is, within error,
consistent with twice the zero-T coherence length
measured in our inelastic neutron-scattering
experiments. The same is true for our deliberately

Fig. 2. Equal-time correlation
length x0 (open symbols) and
magnetic phase coherence
length x (solid symbols) for the
1D spin-1 chain Y2BaNiO5, as
measured with inelastic mag-
netic neutron scattering (inset).
Lines are theoretical results
described in the text. (A) Low-
temperature structure factor
data obtained for the equal-time
spin correlations (ћw > 8 meV)
(open circles), and the bottom of
the Haldane continuum at ћw =
7.5 meV (solid circles, where
instrument resolution is shown
as the red horizontal bar) in a
nominally pure sample. Fits to
such data produced the main
frame data points as described in
the supporting online material.
(B) Higher-temperature data in
which the coherence length
approaches the equal-time cor-
relation length. (C) Data ac-
quired at a fixed energy transfer
(36 meV) for the nominally pure (black symbols) and Ca-doped (Y2-xCaxBaNiO5, x = 0.1) samples (blue
symbols).
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doped (with Ca and Mg) samples. The coherence
lengths extracted from samples with nominal Ca
doping of 4% and 10% (Y2-xCaxBaNiO5) and
Mg doping of 4% (Y2BaNi1-xMgxO5) were 9(1),
5(1), and 10(1) Ni-Ni spacings a, respectively,
which is consistent with the scenario suggested
above, for which 2x/a = 1/x.

With increasing temperature and therefore
triplet population, the mean free path will be
limited by both thermally created defects and
chain ends. In keeping with the physical picture
developed above, the coherence length should
approximately match half the inverse density
of all (chemical and thermal) defects x/a = [x +

r(T)]–1/2. HererðTÞ ¼ 3
ffiffiffiffiffiffiffiffi
kBTD
2p v2

q
exp

�
−D kBT

�.

is the thermal triplet density (27) and v = 70 meV
is the triplet velocity (14). The corresponding
solid line in Fig. 2 shows that this model provides
an excellent description of the T-dependent
quantum coherence length.

Another consequence of the above picture
should be a finite temperature blue shift as triplets
confine each other into boxes. In other words,
quantum mechanics acts not only to produce the
singlet Haldane ground state and the associated
gap to triplet excited states, but also gives quan-
tum particlelike properties to the excited states,
including a kinetic quantum confinement contri-
bution. Instead of being created with energy D,
the triplet is created with an additional kinetic
energy given by the curvature of the dispersing
mode shown in Fig. 1A, associated with a quasi-
particle of nonzero momentum q ~ 1/x. Such a
quantum contribution is found on warming as
well as doping, where the quantum confinement
is due to fixed boundaries. Experimentally, others
have also noticed the thermally induced blue shift
for Y2BaNiO5 (28) as well other Haldane
systems (17, 29, 30).

Figure 3, A and B, show the temperature
dependence of the mean triplet energy (D) and
the half-width at half-maximum HWHM (ћG)
of the triplet, assuming Gaussian or Lorentzian
spectral functions, respectively. The measured
Haldane gap (see also fig. S2) moves to higher
energies on warming, which is exactly the
thermal blue shift anticipated. The energy width
of the triplet excitation in the T → 0 limit is
resolution-limited, imposing an upper bound of
ћG = 0.1 meV on the excited-state relaxation
rate. This means that the lifetime of the triplet
is >10−10 s, implying a quality factor for the trip-
let oscillations Q = D/ћG > 100. This represents
the largest (by an order of magnitude) bound on
Q reported to date for an S = 1 chain. When we
introduce excited states through warming, the
HWHM increases, thus providing evidence for
an increasing triplet relaxation rate, which goes
hand in hand with the reductions in mean free
path discussed above.

Although the quantum nonlinear s model
(19) provides a reasonable prediction for the spin
correlation lengths, it severely overestimates the
thermal blue shift (the dash-dotted line in Fig.
3A). A more successful approach exploits Monte
Carlo calculations (31), which provide the T = 0
gap energy due to finite chain confinement. By
using twice the coherence length x obtained in
Fig. 2 as the size of the confinement “box” (top
scale in Fig. 3A), the gap energies can be
calculated and plotted as the blue solid line in
Fig. 3. The agreement between experimental data
and the parameter-free calculation is truly re-
markable. It is also worthwhile to note that
introducing chemical impurities is another ap-
proach to creating the same quantum confine-
ment effect. Average gap energies for 4 and 10%
Ca-doped and 4% Mg-doped Y2BaNiO5 are
extracted from measurements done at base tem-

perature and plotted as diamonds in Fig. 3A,
which agree very well with the calculated gap
energies based on 2x/a = 1/x.

Although we have described all of our T-
dependent data in terms of a very simple model
whose underlying driver is thermal activation
across a gap to triplet formation, it is important
to realize that this model is largely phenomeno-
logical. Fortunately, there is a rigorous formula-
tion, with similar conclusions, due to Damle and
Sachdev (27), whose finite temperature theory is
based on a semiclassical treatment of scattering
between triplet excited states with a temperature-
independent quadratic dispersion relation. Al-
though this parameter-free theory does not
account for the thermal blue shift, it determines
the triplet lifetime and leads to the phe-
nomenological expression for x in the clean
limit (x = 0), in impressive agreement (dashed
lines in Figs. 2 and 3B) with the data.

Our experiments have shown that although
quantum spin chains with a gap have a finite
equal-time spin correlation length, the coherence
of excited states at low temperature is limited
only by quenched disorder. At finite temper-
atures, the coherence length decreases and the
excited states acquire a finite mean free path due
to collisions with other excitations. Both effects
are quantitatively accounted for by a semiclas-
sical theory of triplet wave packets scattering
from each other and from defects in the sample.
This demonstration of mesoscopic phase coher-
ence in a magnet adds a fifth example—the other
four are superconductors, superfluids, fractional
quantumHall states, and optically confined Bose-
Einstein condensates—to the list of systems in
which quantum phase coherence has been dem-
onstrated in the absence of classical order.
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Electron-Induced Oxygen Desorption
from the TiO2(011)-2×1 Surface Leads
to Self-Organized Vacancies
Olga Dulub,1 Matthias Batzill,2 Sergey Solovev,3 Elena Loginova,3 Alim Alchagirov,1
Theodore E. Madey,3 Ulrike Diebold1*

When low-energy electrons strike a titanium dioxide surface, they may cause the desorption of surface
oxygen. Oxygen vacancies that result from irradiating a TiO2(011)-2×1 surface with electrons with an
energy of 300 electron volts were analyzed by scanning tunneling microscopy. The cross section for
desorbing oxygen from the pristine surface was found to be 9 (±6) × 10−17 square centimeters, which
means that the initial electronic excitation was converted into atomic motion with a probability near
unity. Once an O vacancy had formed, the desorption cross sections for its nearest and next-nearest
oxygen neighbors were reduced by factors of 100 and 10, respectively. This site-specific desorption
probability resulted in one-dimensional arrays of oxygen vacancies.

Desorption of atoms or molecules can
occur when sufficient energy is availa-
ble to overcome the potential barrier

that forms the surface bond. Often this process
occurs through thermal routes and the barrier is
overcome through vibrational energy, but elec-
tronic transitions induced by photons or particles
(typically electrons or ions) can lead to rapid
desorption when the atom or molecule is excited
to a higher-energy configuration that is repulsive
in nature. This desorption induced by electronic
transitions (DIET) has important fundamental
and technological applications (1, 2). DIET-
related phenomena must be taken into account
in areas as diverse as the modification of semi-
conductors (3), the radiation damage of optical
materials (4, 5), nuclear waste storage, and
planetary science (6, 7). By using the tip of a
scanning tunneling microscope (STM) as an
electron source, such processes can be used for
the electronic control of single-molecule dynam-
ics (8–10).

Central to DIET phenomena is the efficient
conversion of an initial electronic excitation into
the motion of an atom. One of the earliest
proposed mechanisms (11, 12) invokes a Frank-
Condon excitation of an adsorbate to a repulsive
potential energy curve; under strong excitation
conditions, such excitations can also be achieved
by multiple electronic transitions (DIMET) (13).
Desorption will occur only if the electronic
excitation is long-lived and the nucleus starts to
move before the excitation is quenched. Under-
standing the basic physics that quenches such
excitations is important for technical applica-
tions, for example, in processes that convert solar
energy into chemical reactions or electrical
energy (14) or in contamination of optical ele-
ments in extreme ultraviolet lithography applica-
tions (15).

DIET processes differ from thermal de-
sorption in several important ways. Surface
species undergoing thermal desorption are close
to equilibrium in that the vibrational energy can
redistribute rapidly relative to the time scale of
breaking surface bonds. Thermal desorption usu-
ally involves neutral species, but the much higher
energies available in DIET processes allow
charged species to leave the surface and over-
come attractive forces, and cascading electron
transfer processes can lead to desorption of

anions, cations, metastables, and ground-state
neutrals. Because thermal desorption processes
are near to equilibrium, the effect of a desorption
event on the remaining surface neighbors is a
small perturbation; rapid diffusion will delocalize
and randomize vacancies created by desorption.
In DIET processes that occur far from equilibri-
um at low temperature, a vacancy created by
desorption remains localized and cannot diffuse.
One might expect that such immobile DIET-
produced vacancies would be randomly arrayed
on the surface.

We have investigated one of the canonical
materials for studying DIET processes, TiO2, and
we find highly unusual and unexpected behavior
for vacancy distributions on the (2×1) termina-
tion of TiO2(011): Electron bombardment leads
to formation of vacancy clusters, one-dimensional
arrays of O vacancies. Why? Although the ini-
tial probability for O+ desorption and the forma-
tion of an O vacancy is nearly unity, the creation
of a vacancy markedly decreases the desorption
probability of its nearest-neighbor and next-
nearest-neighbor O atoms. The surface charge
that accompanies defect formation must be the
factor causing desorption probabilities to
change so greatly.

Self-organization can be achieved where an
initial process controls subsequent events. A
string of such interrelated events can then lead
to pattern formation. The unexpectedly high al-
teration of the desorption probability upon for-
mation of an O vacancy is an example of this
phenomenon; the initial desorption event is re-
sponsible for the self-organization of subsequent
defects. This process should apply generally to
DIET processes. Consequently, the formation of
well-defined O-vacancy patterns must be taken
into consideration in the radiation damage of
insulating surfaces and can be used to enhance the
chemical reactivity of DIET-modified surfaces.

We have investigated the effects of electron
irradiation on TiO2 not only because it has been
a model system for DIET processes, but because
it is a very promising material for solar energy
conversion; it is also the prototypical material
for fundamental studies of metal oxide surface
reactivity (16, 17). Its chemical, electronic, and
optical properties depend strongly on the pres-
ence of steps, vacancies, and other surface defects
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